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CERTIFICATE OF ANALYSIS

Product Name: Carbomer U20 Batch No. JL20220920
Cas 9003-01-4 MF Date Sep . 20, 2022
Packing 20kgs/carton Analysis Date Sep . 20, 2022
Quantity SMT Expiry Date Sep . 19, 2024
ITEM STANDARD RESULT
ST HE BB LR
Appearance White or off-white Powder Conform
0.5% agi‘;i‘:s'ist;omﬁo“ 25000-45000mpa.s 27600
Salt tolerance 24000 4720
Wetting time <15min 13min57s
Residual Ethyl Acetate <0.5% 0.37%
Residual cyclohexane <0.3% 0.25%
Acrylic acid <0.25% 0.1%
Loss on drying <2.0% 1.3%

Conclusion

Qualified

Analyst: Wen Qian

Quality Assurance Officer: Zhan Peng




